
LANG EXPLORATORY DRILLING DAILY DRILLING REPORT
> , Angle or Vertical Big

RIG#: / .(circle one) date: D/sc. ao,/<fsir

Daily O'0
Start time: /^ . 00

Daily '£>/

Finish time: /^a>0
Subsistence:

1 Day 3 Men

PROJECT

NAME:

Hole #: Angle or^Vefticaiy

y . —(circle one)------

Depth today:

JOG

Depth yesterday:

( no )

Hole #: Angle or Vertical

p y s yyy —(circle one)------

Depth today:

ci‘i<

Hole #: Angle or Vertical

_-(circle one)___

Depth today:

TOTAL 
FOOTAGE DRILLED 

TODAY:

.FT.

Quantity: Size: Material Name:

Gal. Quick Foam

Gal. E-Z Mud

Bags Cement

Rod Wipers

------------------MATERIALS USED

Quantity : Size: Material Name:

” Tri-Cone Wear Sleeves

--------- Bazooka Tube

-------- 14-Hole Adapter

_X____Nipple

.X____Nipple

_• Elbow

_____  ______” Tee

_____  ______ ’ Pipe Plug

* ^ tt of ______ "Casing

Casing Couplers

Quantity Size: Material Name:

u
-J-

BIT#:

BIT#:

Y a 70/

SIZE:

?

SIZE:

6 Y

TYPE: Tri-Cone Carbide, Harnmer Bit, • 
Tri-Cone Steel Tooth 

------(circle one of the above)------

TYPE: Tri-Cone Carbide, Hammer_BiI, ~ 
Tri-Cone Steel Tooth 

----- (circle one of the above)-------

MAKE:

/ hjj/o/is

FOOTAGE:

MAKE: FOOTAGE: (

New__0it previously used^Used 
Bl* aalhisproject-' Bit 

--------------------(circle one)-------------

New_^Qit previously used__ Used
Bit on this project Bit

--(circle one)--

FROM TO ACTIVITY

/? ' OO 9r PKUL /<=}D To 200 TO rst

/j/yr /'BO -f/1.1? ovr • //Jtr ; n/(, 6btsJ<,

rso 3: So />-jo o

3:3° StT U/° firULi /- *£■ f /S suMfrAtt- CSS"v<i

oh >< e_______ r o

3 Iff /J\JufSS J 0

0 i/ z/^y$

MoJ v. UosL
Hrs. /}

Drillers signature

ft FT 3 fo Fi. Hrs. 17>
Helpers signature

YIUt1 AHOiqlP Hrs. / B
Helpers signature

SAMPLING PERFORMED BY LANG? <j[es^-? No Partially (circle one) 

___3(rs. MOVING,Hrs. HAULING WATER,Hrs. STANDBY

.Hrs. BIG/SMALL CAT (circle one), Hrs. SKIDDER,

. Hrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost circulation

etc.,). **********JUSTIFY HOURS (If Applies)********** 
Getting Fuel

-Chasing for Parts
.Drive Time (after the 1st one hour)

CLIENT REP. .Was the hole(s) completed to desired depth? Yes. -No.

©

t
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Lab Report

Bondir-Qegg. Inc.
12980 Wfea Cedar Dr.
Lakewood, Colorado 80228
(303)989-1461

BONDAR CLEGG

BROHH HIKING CORF. 
HR. JIM BARRON 
P.0. BOX 485 
CEADWOGB’ SO 
57732



Geochemical
I^b Report

Bondar-L leitj;. lac.

12980 VSeM Cedar Or. 
Lakoood, Colorado 80228 
(3031989+KM

BONDAR CLEGG

REPORT: 098-1706 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT*. BROHM MINING CORP. SUBMITTED BT1 J. BARRON
PROJECT*. NONE LISTED DATE PRINTED! 13-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 22 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 22 2 -150 22 Assay Prep 22
Excessive Wetness 307
Saarle Pickup 1

REMARKS'. SAMPLE 190-195 MAS NOT RECEIVED WITH THE SAMPLE 
SHIPMENT,

FINAL RESULTS ARE MOM ALL REPORTED.

REPORT COPIES TO! MR. JIM BARRON 
MR, JIM BARRON

/

INVOICE TO! MR. JIM BARRON



Geochemical
Lab Report

Bondar-Clegx. lac.
12980 ttoi Cedar Dr.
Lakewood. Colorado 81)228
(303)989-1404

BONDAR-CLEGG

REPORT: 098-1706 project: none listed PAGE 1

SAIflE ELEMENT Au
NUMBER UNITS OPT

02 R88-532-85-90 <0.002
D2 R88-532-90-95 <0.002
D2 R88-532-95-100 <0.002
02 R88-532-100-105 <0.002
D2 R88-532-105-110 <0.002

D2 R88-532-110-115 <0.002
02 R88-532-115-120 <0.002
D2 R88-532-120-125 <0.002
D2 R88-532-125-130 <0.002
P2 R88-332-130-133 <0.002

02 R88-532-135-140 <0.002
02 R88-532-140-145 <0.002
02 R88-532-145-150 <0.002
02 R88-532-150-155 <0.002
02 R88-532-155-160 <0.002

02 R88-532-160-165 0.003
02 R88-332-165-170 0.003
02 R88-532-170-175 <0.002
02 R88-532-175-180 <0.002
02 R88-532-180- 85 0.004

02 R88-532-1B5-190 <0.002
02 R88-532-195-200 <0.002



(Geochemical
tab Report

Bondar-Oegg, Inc.
12980 Wsa Cedar Dr

Lakewood, Colorado 80228

(303) 989+KU +

BONDAR CLEGG



(ieochemkal
Lab Report

Bondar-CIcKK. Iimt.
12980 Wfei Cotlar Dr.

Lakewood, Colorado 80228
(303) 9894404 ^

BONDAR CLEGG

REPORT! 098-1685 ( COMPLETE ) | [ REFERENCE INFOS NONE LISTED

client: brohm mining corp. SUBMITTED BY*. J. BARRON
project: none listed DATE PRINTED! 2-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 17 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 17 2 -150 17 Assay Prep 17
Sawle Pickup 1

remarks: final results are REPORTED.

REPORT COPIES T05 MR. JIM BARRON INVOICE TO! MR. JIM BARRON
MR. JIM BARRON



Bondar-Clegg, Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228 

*9-1404.

BONDAR CLEGG

Geochemical
Lab Report

REPORT! 098-1685 PROJECT? HOWE LISTED________ PACE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-532-0-5 <0.002
H2 R88-532-5-10 <0,002
D2 R88-532-10-15 <0.002
02 R88-532-15-20 <0.002
D2 R88-532-20-25 <0.002

B2 R88-532-25-30 <0.002
1)2 R88-532-30-35 <0,002
D2 R88-532-35-40 <0,002
B2 R88-532-40-45 <0.002
D2 R88-532-45-50 <0.002

B2 R88-532-50-55 <0.002
D2 R88-532-55-60 <0,002
D2 R88-532-60-65 <0.002
D2 R88-532-65-70 <0.002
I>2 R88-532-70-75 <0.002
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Contractor Coordinates Pro)act Mote Nn

Drill Tyoe Casing Daoth Stata Sheet ot

Hoi* Sue _ Bearing Inclination Data Started Property

Collar Etev Finsl Deolh Data Comolatad Hot* Surveyed
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Contractor Coordinates Protect Hole No " ^5^,
»

Drill Tyoe Casing Dapth State
Sheet ot ^

Hole Size Bearing Inclination Data Startad Property

Collar Elev Final Daoth Data Comolatad Hole Surveyed
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Contractor Coordinates Prolect Hole No &W ■'’^>'5 5

Drill Tyoe Casing Death State Sheet of ^

Hole Size Bearing Inclination Date Started Property

Collar Elev. Final Deoth Data Comotetad Hole Surveyed
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Contractor Coordinataa Profact
_ Hola No ^3 3

Drill Tyna Caalng Daoth Stata Shaat ~7 of ^

Mol* Siia Banring Inclination Data Btartad Prooarty

Collar Flaw. Float Daoth Oat* Complatad Hole 8urvovod
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Contractor Coordinataa Prolact
Hola No £#£•'533

Drill Tyoa Caalng Daoth Stata Shaat & ot ^

Hola Stza Raarlng _ Inclination Data Startad Prooarty

Collar Elav. Final Daoth Data Comnlatad Hola Survayad
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Contractor Coordinate* Prolact
Hola No ^33

•
Drill Typo Casing Oaoth Stata Shaat of

Hoi* Sll* Bearing Inclination Data Started Prooarty

Collar El*« Final Daoth Data Complatad Hola Survavad
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Bondar-Clegg, Inc.
12980 Wfest Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404 *

BONDAR-CLEGG

Geochemical
Lab Report



Bondar-( ieg£. lac.
12980 \tes< Cedar Dr.
Lake«ood, (dorado 80228
(303)98W*W *

(Geochemical
I^h Report

BONDAR CLEGG

REPORT: 098-1713 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohh mining corp. 
project: none listed

submitted by: j. barron

DATE PRINTED: 24-JAN-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au 6old 45 0.002 OPT Fire Assay
2 Au Gold 2 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 45 2 -150 45 Assay Prep 45
Saaple Pickup 1

remarks: final results are non reported,

TN0 SEPARATE ASSAY RESULTS REPORTED FOR TNO 
SAMPLES (ERRATIC RESULTS).

REPORT COPIES TO! MR. JIM BARRON 

MR. JIM BARRON
INVOICE TO: NR. JIM BARRON



Bondar-Ck-gx. Inc.
12980 Wat Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404 *

BONDAR CLEGG

(Geochemical
Lab Report

REPORT*. 098-1713 project: none listed PACE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

D2 RB8-534-0-5 <0.002 D2 R88-534-200-205 0.014
D2 R88-534-5-10 <0.002 , 02 R88-534-205-210 0.023
D2 R88-534-10-15 0.007 D2 R88-534-210-215 0.021
02 R88-534-15-20 0.004 D2 R88-534-215-220 0.016
D2 R88-534-20-25 0.004 D2 R8B-534-220-225 0.016

D2 R88-534-25-30 0.006 02 R88-534-225-230 0.020
02 R88-534-30-35 0.017 02 R88-534-230-235 0.024
02 R88-534-35-40 0.008 02 R88-534-235-240 0.005
02 R88-534-40-45 0.007 02 R88-534-240-245 <0.002
02 R88-534-45-50 0.003 02 R88-534-245-250 0.005

02 R88-534-50-55 0.009 02 R88-534-250-255 0.007
02 R88-534-55-60 0.004 02 R88-534-255-260 0.008
02 R88-534-60-65 0.007 02 R88-534-260-265 0.028
02 R88-534-65-70 0.010 02 R88-534-265-270 0.040
02 R88-534-70-75 0.006 02 R88-534-270-275 0.028

02 R88-534-75-80 0.022 02 R88-534-275-280 0.015
02 R88-534-80-85 0.010 02 R88-534-280-285 0.011
IC R88-534-85-90 0.014 02 R88-534-285-290 0.008
02 R88-534-90-95 0.041 0.008^ 02 R88-534-290-295 0.005
02 R88-534-95-100 0.008 02 R88-534-295-300 0.005

02 R88-534-100-105 0.010 02 R88-534-300-305 0.009
02 R88-534-105-110 0.006 02 R88-534-305-310 0.031
02 R88-534-110-115 0.022 02 R88-534-310-315 0.019
D2 R88-534-U5-120 0.011 02 R88-534-315-320 0.019
02 R88-534-120-125 0.013 02 R88-534-320-325 0.031

02 R88-534-125-130 0.008
02 R88-534-130-135 0.013
02 R88-534-135-140 0.011
02 R88-534-140-145 0.014
02 R88-534-145-150 0.017

02 R83-534-150-155 0.008
02 R88-534-155-160 0.013
02 R88-534-160-165 0.014
02 R88-534-165-170 0.022
02 R88-534-170-175 0.020

02 R88-534-175-180 0.012
02 R88-534-180-185 0.276 0.120 s ,
02 R88-534-185-190 0.017
02 R83-534-190-195 0.019
02 R88-534-195-200 0.007
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Geochemical 
tab Report

■

Bondar-C>|>g. Inc.
12980 West Cedar Di 
Lakovood, Colorado 8022H 
(303) 9K9-WOJ *

BONDAR CLEGG



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)9894404 . * BC

BONDAR CLEGG

(Geochemical
I^h Report

REPORT: 098-1711 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT: NONE LISTED DATE PRINTED: 19-JAN-89

ORDER ELEMENT
NUMBER OF 
ANALTSES

LOVER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 38 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 38 2 -150 38 Assay Prep
Excessive Wetness 
SatPle Pickup

| sir

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO: MR. JIM BARRON



(rfochemicaJ
tab Report

Bondur-CIryx, Inc.
12980 Wsi Cedar Dr.
1 akewoud, Colorado 80228
(303)989-140; „

BONDAR CLEGG

REPORT: 098-1711 project: none listed PAGE 1

SAMPLE ELEMENT Ay
NUMBER UNITS OPT

02 R88-534-325-330 0.029
02 R88-534-330-335 0.020
02 R88-534-335-340 0.010
02 R88-534-340-345 0.015
02 R88-534-345-350 0.008

02 R88-534-350-355 0.006
02 R88-534-355-360 0.005
02 R88-534-360-365 0.007
02 R88-534-365-370 0.008
02 R88-534-370-375 0.004

02 R88-534-375-380 0.005
02 R88-534-380-385 0.014
02 R88-534-385-390 0.006
02 R88-534-390-395 0.008
02 R88-534-395-400 0.009

P2 R88-534-400-405 0.009
02 R88-534-405-410 0.022
02 R88-534-410-415 0.022
02 R88-534-415-420 0.009
02 R88-534-420-425 0.007

02 R88-534-425-430 0.006
02 R88-534-430-435 0.010
02 R88-534-435-440 0.009
02 R88-534-440-445 0.019
02 R88-534-445-450 0.025

02 R88-534-450-455 0.015
02 R88-534-455-460 0.018
02 R88-534-460-465 0.017
02 R88-534-465-470 0.015
02 R88-534-470-475 0.023

02 R88-534-475-480 0.024
02 R88-534-480-485 0.051
02 R88-534-485-490 0.049
02 R88-534-490-495 0.037
02 R88-534-495-500 0.020

02 R88-534-500-505 0.019
02 R88-534-505-510 0.050
02 R88-534-510-515 0.024



Bondar-Clegg, Inc.
12980 Wfea Cedar Dr.
Lakewood, Colorado 80228
(303)989-14{W „• -

BONDAR CLEGG

(Geochemical
Lab Report



Geochemical
Lab Report

Bomlar-CTegg, Inc.
12980 Vtea Cedar Dr. 
Lakewood, Colorado 80228 

S9-I404 ,

BONDAR-CLEGG

REPORT: 098-1717 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

client: brohh mining corp. 
project: none listed

SUBMITTED BY: J. BARRON 
DATE PRINTED: 18-JAN-89

NUMBER OF LONER
ORDER element ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 37 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 37 2 -150 37 Assay Prep 37
Excessive Uetness 839
Saaple Pickup 1

r


